
CONFIDENT PRIDE

A-BLOCK

CUBE TEST RESULT

DESCRIPTION

7 DAYS 28 DAYS 7 DAYS 28 DAYS

1 16/01/16 M35 23.33 35 26.66 35.10

2 20/01/16 M35 23.33 35 28.14 35.93

3 23/01/16 M35 23.33 35 32.22 37.77

4 27/01/16 M20 13.33 20 23.55 25.165

5 01/02/16 M35 23.33 35 28.33 37.77

6 04/02/16 M35 23.33 35 25.55 38.66

7 06/02/16 M35 23.33 35 29.95 36.88

8 08/02/16 M35 23.33 35 29.62 36.66

9 10/02/16 M35 23.33 35 33.33 37.99

10 13/02/16 M20 13.33 20 15.77 22.77
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