
CONFIDENT BILBERRY, TRIVANDRUM

CUBE TEST RESULT

SL NO DESCRIPTION

7 DAYS 28 DAYS 7 DAYS 28 DAYS

1 07/12/18 Pile cap No:46 M 30 20 30 20.81 33.33

2 07/12/18 Pile cap No:31 M 30 20 30 20.81 33.33

3 07/12/18 Pile cap no:35 M 30 20 30 20.81 33.33

4 07/12/18 Pile cap no:35 M 30 20 30 20.81 33.33

5 07/12/18 Pile cap No:18 M 30 20 30 20.81 33.33

6 10/12/18 Pile cap No:49 M 30 20 30 22.07 32.37

7 10/12/18 Pile cap No:50 M 30 20 30 22.07 32.37

8 10/12/18 Pile cap No:64 M 30 20 30 22.07 32.37

9 10/12/18 Pile cap No:65 M 30 20 30 22.07 32.37

10 11/12/18 GF Column 91 M 35 23.33 35 24.74 34.22

11 11/12/18 Column 100 M 35 23.33 35 24.74 34.22
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