
CONFIDENT CYGNUS,KOTTAYAM

CUBE TEST RESULT

DESCRIPTION 

7 DAYS 28 DAYS 7 DAYS 28 DAYS

1 11/11/21 Slab -11 F M25 16.66 25 18.51 25.18

2 19/11/21 Slab -11 F M25 16.66 25 18.07 25.92

3 20/11/21 Slab -11 F M25 16.66 25 18.37 25.77

4 22/11/21 Slab -11 F M25 16.66 25 19.25 27.40

5 30/11/21 Column – 11 F M35 23.33 35 26.07 35.11

6 03/12/21 Column – 11 F M35 23.33 35 24.80 35.40

7 06/12/21 Column – 11 F M35 23.33 35 25.62 35.70

8 07/12/21 Column – 11 F M35 23.33 35 25.03 35.85
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